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. 
w/c 65-512 

REPORT BRIEF 

SONOTONE THREE AMPEIIE-HOUR NICKEL CADMIUM 

SECONDARY SPACECRAFT CELLS 

Ref: (a) National Aeronautics and Space Administration Purchase 

(b)  NASA l tr BRA/VBK/pad of 25 September 1961 w/BUWEPS f i r s t  

( c) Preliminary Work Statement for Battery Evaluation Program 

Order Number Wll,252B 

end FQ-1:WSK of 2 October 1961 t o  CO NAD Crane 

of 25 August 1961 

I. TEST ASSIGNMENT BRIEF. 

A.  I n  compliance wi th  references (a)  and (b) ,  evaluation of 
Sonotone Corporation three ampere-hour nickel cadmium secondary 
spacecraft c e l l s  was begun according t o  the program out l ine of 
reference ( c )  . 

B. Tine object of t h i s  evaluation program i s  t o  gather specif ic  
information concerning secondary spacecraft ce l l s .  Information 
concerning performance character is t ics  and l imitat ions,  including 
cycle l i f e  under various e l ec t r i ca l  and environmental conditions, 
w i l l  be of i n t e re s t  t o  power systems designers and users.  Cell  
weaknesses, including causes of f a i lu re  of present designs, w i l l  
be of in te res t  t o  suppliers as  a guide t o  produc’t improvement. 

C. Thirty c e l l s  were purchased from Sonotone Corporation, 
Elmsford, New York, by National Aeronautics and Space Administration 
(NASA). These ce l l s  a re  ra ted a t  three ampere-hours by the manufac- 
t u re r  and incorporate a t r i p l e  seal technique. 

11. coNcLusIoNs. 

A. From the r e su l t s  of t h i s  t e s t ,  it can be concluded that: 

1. The t r i p l e  sea l  technique, a ceramic sea l  between two 
glass t o  m e t a l  sea l s ,  manllfect.ii.red by Sonotone Corporation i s  sa t i s -  
factory as evidenced by no leakers out of . the 30 c e l l s  tes ted .  

2. The capacity of the c e l l s  was i n  the acceptable range 
of 3.05 t o  4.16 ampere-hours. 

111. REXOMMENDATIONS. 

A. It i s  recommended t h a t  these Sonotone 3.0 ampere-hour t r i p l e -  
s e a l  c e l l s  be accepted on t h e  basis of the acceptance t e s t  r e su l t s .  
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FU3SULTS OF ACCEFTAMCE TESTS 

OF 

3.0 --HOUR T R I ~  SEAL mcm~ CADMIUM SECO~ARY SPACECRAFT CELLS 
MArmTFACTlTliED BY 

SOTIOTONE CORPORATION 

I. INTRODUCTION. 

A. 
cells. 

On 20 April 1965, this activity began acceptance tests on 30 
These tests were completed on 22 June 1965. 

11. TEST CORDITIONS. 

A. All acceptance tests were performed at an ambient temperature 
between FjO C and 27' C at existing relative humidity and atmospheric 
pressure, and consisted of the following: 

1. Phenolphthalein Leak Test. 

2. ''apacity Test. 

3. Cell Short Test. 

4. Immersion Seal Test. 

5. Overcharge Test. 

6. Internal Resistance Test. 

7. Immersion Seal Test. 

'8. A l l  charging and discharging was done at constant current 
(5 5 percent). 
ually. 

Cells were charged in series but discharged individ- 

111. CELL IIXI'?"IFICATION AND DESCRIPTION. 

A. The cells were identified by the manufacturer's serial numbers 
which were from A3529 to A3567, although not consecutively. 

B. The three ampere-hour "D" cell is cylindrical with an average 

The average weight was 151.3 grams. 
diameter of 1.301 inches and an average overall length of 2.635 inches 
including the positive terminal. 
Figure 1 is a photograph of a Sonotone Corporation three ampere-hour 
" D" cell. 
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C. The c e l l  container or  can, and the  c e l l  cover are made of 
stainless steel. 
serve as the contacts fo r  the  negative terminal. 
terminal is  solder type extension of the  pos i t ive  p l a t e  t a b  through 
t h e  center of the cover. The posi t ive terminal i s  insulated from 
t h e  "negative" cover by a ceramic seal between two g lass  t o  metal 
sea ls  t o  form a t r i p l e  sea l .  Two crimp rings,  about 1/32 inch deep, 
located about 1/2 inch from each end of t h e  c e l l ,  were crimped a f t e r  
assembly t o  hold the element snugly i n  the can t o  withstand vibra- 
t ion.  

Two s t a in l e s s  steel tabs ,  welded t o  t h e  cover, 
The pos i t ive  

D. These c e l l s ,  ra ted  by the manufacturer a t  th ree  ampere-hours, 
were received i n  a p a r t i a l l y  discharged condition. 

IV. TEST PROCEDURE AND RESULTS. 

A .  Phenolphthalein Leak Test; 

1. The phenolphthalein leak t e s t  i s  a determination of the  
condition of the welds and ceramic s e a l  on rece ip t  of the  c e l l s .  
The t e s t  was performed p r i o r  t o  any other t e s t s  using a phenolphtha- 
l e i n  spray indicator  solut ion of one-half of one percent concentra- 
t i on .  

2. There were no signs of leakage on any of the  30 c e l l s  
subjected t o  the  leak t e s t .  

B. Capacity Test: 

1. The capacity test  i s  a determination of the  c e l l  capac- 
i t y  at  the c/2 discharge r a t e ,  where c i s  the manufacturer's ra ted  
capacity t o  a cutoff voltage of 1.00 vol t  per c e l l .  The discharge 
was made a f t e r  a l-hour open c i r cu i t  period following the  16-hour 
charge a t  the c/10 r a t e .  
made at t h i s  a c t i v i t y .  The ce l l s  were discharged individually,  but 
were recharged i n  se r i e s .  

A t o t a l  of three capacity checks were 

2. Since no capacity data was submitted by the  manufacturer, 
it w a s  n o t  possfhl-e t o  comp~re the manufacti.rer ' s cqaci t .y  V R . ~ P ~  

w i t h  those of  t h i s  ac t iv i ty .  
from 3.05 t o  4.16 ampere-hours for an average of  3.50 ampere-hours 
t o  1.00 vo l t .  
Character is t ic  2-hour r a t e  discharge curves a re  shown i n  Figure 3. 

The individual c e l l  capaci t ies  ranged 

The c e l l  capacit ies a re  tabulated i n  Table I. 

C.  Cel l  Short Test: 

1. The c e l l  short t e s t  i s  a means of detect ing s l i g h t  short-  
i n g  conditions which may exist because of imperfections i n  the  insu- 
l a t i n g  materials, or  damage t o  element i n  handling or  assembly. 
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2. Following completion of t he  t h i r d  capacity discharge 
tes t ,  each individual c e l l  w a s  loaded with a r e s i s t o r  of value giving 
a c / l  t o  c/5 discharge rate and allowed t o  stand 16 hours with the  
r e s i s t o r  act ing as a shorting device. A t  t h e  end of 16 hours, t h e  
r e s i s t o r s  were removed and t h e  c e l l s  were placed on open c i r c u i t  
stand f o r  24 hours. Any c e l l  whose voltage did not recover t o  1.15 
v o l t s  or higher was rejected.  

3. The open c i r c u i t  cell voltages, 24 hours after removal 
of the shorting rests- tors ,  ranged from 1.16 t o  1.20 vo l t s  f o r  an 
average of 1.18 vo l t s .  

4. There were no r e j e c t s  on any of t he  c e l l s  subjected t o  
The voltage values f o r  t h e  30 accepted c e l l s  the c e l l  short  tes t .  

are shown i n  Table I. 

D. Immersion Seal Test: 

1. The immersion sea l  t e s t  i s  a means of detecting leakage 
of a seal or  weld. 
charge test sequence t o  determine the presence and cause of leaks. 

The test  was performed before and after the  over- 

2. The c e l l s  were p h c e d  under water i n  a b e l l  jar container. 
A vacuum of 20 inches of mercury was held for 3 minutes. Cells dis- 
charging a steadl. stream of bubbles were considered r e j e c t s .  

3. There were no r e j ec t s  i n  t h e  30 c e l l s  subjected t o  the  
immersion seal tes t .  

E. Overcharge Test: 

1. The overcharge t e s t s  were performed t o  determine the 
steady state voltage at specified rates. The tes t  specified a 
series of constant current charges a t  12/20, c /10  and c/5 r a t e s ,  f o r  
a minimum of 48 hours a t  each cliaxge rate or u n t i l  the  increase of 
t h e  "on-charge" voltage w a s  l e s s  than 10 m i l l i v o l t s  per day. 

2. The c e l l s  were monitored hourly throughout the tes t .  

There was no need t o  remove any c e l l s  from the 
C'mrging w a s  t o  be discoiitiliiied on cells xhich exceeded 1.50 vo l t s  
while on charge. 
charging sequence. 

3. The steady state voltage of each c e l l  at the  end of 
each 48-hour charge rate t e s t  is  shown i n  Table I. 
overcharge voltage curves are shown i n  Figure 3. 

Character is t ic  

F. In te rna l  Resistance Test: 

1. T h i s  tes t  wa,s performed t o  determine t h e  in t e rna l  resis- 
tance of the c e l l .  

3 



2. A t  t h e  completion o f t h e  overcharge test;  the c e l l s  were 
returned t o  the  c/20 charging rate and given a short  pulse ( 5  t o  10 
seconds) a t  the rate of c i n  amperes. 
a t e l y  pr ior  t o  the pulse; and V2, 5 milliseconds a f t e r  the pulse, 
were read on a su i tab le  recording instrument. 
oscillograph recorder (28.8 inches of tape per second) was used. 
The in te rna l  res is tance of t h e  c e l l  i n  ohms was calculated according 
t o  t h e  following formula: 

The c e l l  voltages, V1, immedi- 

A CEC high speed 

v2 - v1 R =  
I C  - IC120 

Vl and V2 are i n  volts, IC and Ic/20 are i n  amperes. 

3. The in te rna l  resistance value f o r  each c e l l  i s  shown i n  
Table I. The values range from 3.7 milliohms t o  7.4 milliohms. 
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